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No failures or significant parametric degradations were experienced by a group of 100 QMOS
circuits (50 test/50 control) subjected to 1000 temperature cycles (-650C to +150 0 C). Four

failures (1 test/3 control) were experienced by a group of 54 QMOS circuits (27 test/27 .
control) during static-bias, step-stress testing for 168 hours at 125

0 C, 1500 C, 175 0 C, 2000 C. .

and 2500C. The single test-unit failure, which occurred dur to increased leakage current
after the 2500 C test increment, was traced to an in-process scratch in the gate oxide. None -.-

of the 50 surviving units experienced significant parametric degradation. .......

Results of high-current CRTV testing have identified the weak link in the polycide/Al-alloy
bilevel structure to be the TaSi2/Al-alloy contact interface. Units with good contacts
(<1.5 x 107 A/cm2, which result in (joule-heated) mean polycide-line temperatures of
4000C. No significant pre-failure degradation in line resistance was observed in these

failures, and pre-failure contact-resistance degradation was always less than 5 ohms.

In contrast, failure levels decrease rapidly with increasing initial contact resistance for
units with values above approximately 1 ohm, failures occurring at values as low as 5 x
106A/cm2 and 90*C. Such early failures are highly localized at contacts, whereas in the
t 4000 c failures, visible line damage extends outward for distances up to several hundred
micrometers from the contacts with evidence of substantial Al migration along visibly
damaged polycide line segments, of Ta loss along damaged line segments, and of Ta buildup at
ontact sites. Both types of failure show evidence of intense local heating at contacts,

with Al melting (6600C) being occasionally visible. Polarity effects are empirically
consistent but complex, early failures occurring at the negatively biased contact; 

> 4000C .
failures, at the positibely biased contact.

The finding that the relatively modest TaSi2 /Al-alloy initial contact resistance of I 1 ohm
represents a significant threat to circuit reliability makes it imperative to perform
individual contact-resistance measurements at wafer-acceptance test (WAT) for circuit types
which pass substantial interlevel currents.
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FINAL REPORT EVALUATION

SILICIDE CONDUCTORS RELIABILITY RESEARCH

This effort investigated the failure mechanisms associated with TaSi2 polycide

conductors. The testing was performed on an SSI CMOS circuit and on a contact

resistance test vehicle. CMOS circuits with polysilicon gates were used as controls

for the SSI CMOS circuits. No failure mechanisms were revealed by comparing the

test results of the polysilicon and tantalum silicide CMOS circuits. The contact

resistance test vehicles revealed failure mechanisms associated with aluminum

alloy-tantalum silicide contacts.

The author points out the necessity for careful evaluation of contact

resistances as a screen for early contact failures. Further work indicated by this

effort includes testing to sort temperature and current effects, more intense

studies of ionic motion in tantalum silicide conductors to sort electric field and

current forces, and investigations of discrepancies between ImA measurement and

in-situ measurement of the resistance change in contact strings.

This effort indicates the critical nature of contact stability in VLSI

microelectronic reliability, and points to a need for a more basic understanding of 0

contacts and their degradation

ra.

MARTIN(IJ" WALTER .....

Reliabili} Physics Section
Microelectronics Reliability Branch

... .....-. ..... . ....

. . . . . .. . . . . . . . . * . . ...S -



TABLE OF CONTENTS

Section Page

I. INTRODUCTION.........................................................

II. TEST-DEVICE SELECTION AND FABRICATION................................3

A. QMOS Circuit.....................................................3 * *

B. CRTV Circuit.....................................................7-

III. ACCELERATED-TESTING PROCEDURES......................................10

A. QMOS Circuit....................................................10

B. CRTV Circuit....................................................10

IV. RESULTS AND DISCUSSION..............................................14

A. QMOS Circuit....................................................14

1. Temperature Cycling.........................................14

2. Step-Stress Testing.........................................15

B. CRTV Circuit....................................................19

1. Thermal Shock...............................................19

a. Gate-Oxide Integrity....................................19

b. Polycide Line Integrity.................................19

C. Other Tests.............................................21

2. High-Current Testing........................................21

a. Test Mode 2.............................................21

b. Test Mode 4.............................................35

C. Test Modes 5 and 6......................................36S

d. Test Mode 7.............................................43

e. Contact Strings.........................................44

3. Material Analyses...........................................4
46S

V. CONCLUSIONS AND RECOMMENDATIONS.....................................56-

A. Conclusions.....................................................56

1. Thermal Testing.............................................56

2. High-Current Testing........................................56

B. Recommendations.................................................58-

1. Design, Processing and Testing..............................58 .-

2. Future Investigations.......................................5 .

ACKNOWLEDGMENTS.....................................................61 
.

REFERENCES..........................................................62



* . - , * **. - .* u . u .. . . . . -I. . I I, - , ,- _ .. - - - - -

LIST OF ILLUSTRATIONS

Figure Page

1. Data sheet for QMOS HC138 3-to-8 line decoder .................. 4

2. QMOS process flow diagram: control and test branches .......... 5

3. Schematic diagram of CRTV polycide line showing TaSi2 /Al

contacts ..... ..................................................... 8

4. Schematic diagram of portion of CRTV series-contact string ..... 9 S

5. Schematic diagram of CRTV polycide line, contacts and bond

pads, with tabulations of electrical connections used in test

modes I to 7 ................................................... 12

6. Photomicrograph of failure site and vicinity on QMOS test 0

unit (OO0X) and schematic drawing of same area ................ 18

7. Cumulative gate-breakdown-voltage failure distribution plots

for thermally shocked and unshocked CRTV polycide capacitors

with a 500 X steam-grown gate oxide ............................ 20 6

8. Schematic diagram of CRTV mode-2 electrical connections ........ 22

9. Mean temperature of CRTV line segment 1-2 versus time during

10-minute mode-2 testing increments at the currents as

labelled ....................................................... 22

10. Mean temperature of CRTV line segment 1-2 versus current and

current density for 13 units during 10-minute mode-2 testing ... 23

11. Contact resistance of contact 3 versus current for a unit

which experienced contact degradation during 10-minute mode-2 - S

Lesting ......................................................... 24

12. Cumulative polycide-line failure distribution plots versus

mean line-segment temperature for Al- and Al-Si metallized

units under 10-minute testing in mode 2 ........................... 25 S

13. Photomicrograph of failure site in Al-metallized, mode-2

mainstream failure: contact L, contact 1, and vicinity at

50OX magnification ............................................. 26

14. Photomicrograh of failure site in AI-ISi metallized, mode-2 _ S

mainstream failure: contact L, contact 1, and vicinity at . -

500X magnification ............................................. 27

iv

.. . .. .-...



LIST OF ILLUSTRATIONS (continued)

Figure Page

15. Photomicrograph of a second failure site on same unit as S

shown in Figure 14: contact 3 and vicinity at 1O00X

magnification .................................................. 27

16. Photomicrograph of failure site in AI-ISi metallized, mode-2

mainstream failure: contact L, contact 1, and vicinity at 0

500X magnification, showing gross melting of Al-1%Si

interconnect at failure site ................................... 28

17. Speculative temperature distribution along line segment 1-2

during powering for undamaged line (curve A), and during the •

thermal runaway process leading to failure and Al melting at

contact 1 (curves B to E) ...................................... 29

18. Photomicrograph of failure site in Al-1%Si metallized, mode-2

early failure: contact 3 and vicinity at 1000X magnifica-

tion, showing open polycide line ............................... 30

19. Photomicrograph of failure site in Al-lSi metallized, mode-2

early failure: contact 3 and vicinity at 1000X magnifica-

tion, showing open AI-Si line .................................. 30

20. Current density at failure (and approximate temperature at

failure) versus initial contact resistance at contact 3 for

early, intermediate, and mainstream mode-2 failures ............ 31

21. Schematic cross-section diagram showing probable current

paths for polycide-line current crossing an internal contact ... 33

22. Speculative temperature distributions along line segment 1-2

during mode-2 powering at 25°C-ambient and 200°C-ambient

temperatures ................................................... 34

23. Schematic diagram of CRTV mode-6 electrical connections ........ 36

24. Current density at failure versus the initial contact resis-

tance at the contact which eventually experiences failure in

mode 5 and 6; showing early failures at negative contact, and

mainstream failures at positive contact ......................... 37

S. . . ...........

........... ....... '...".... ......... -. .



LIST OF ILLUSTRATIONS (continued)

Figure Page

25. Photomicrograph of AI-ISi metallized CRTV in which the AI-Si S

interconneqt has been stripped, but in which the interconnect

pattern is still visible as Si precipitates (freckles) on

interlevel dielectric surface: contacts L, 1, and 2 and

vicinity at 200X magnification ................................. 39 0

26. Mean line temperature of CRTV line segment 1-2 versus current

for units during 10-minute mode-6 testing, with corresponding

mode-2 envelope repeated from Figure 10 for comparison ......... 39

27. Logarithmic plot of initial contact resistance at failing S

contact (in mode-5 or mode-6 testing) versus initial contact

resistance at surviving contact. Diagonal line at 450 is

line of equality of these two resistances ...................... 41

28. Mean temperature of line segment 1-2 versus time for two CRTV

units powered to failure at a current density of 1.5 x 10
2.

A/cm 2  in mode 6 ................................................ 42

29. Photomicrograph of failure site in Al-metallized mode-7

failure: contact C and vicinity at 760X magnification ......... 43 S

30. Photomicrograph of failure site in Al-metallized mode-7

failure showing melting along polycide line and at contact C:

contact C and vicinity at 50OX magnification ................... 44."....

31. Series-string terminal resistance versus current: in-situ S

measurements, and measurements at ImA after 10-minute

powering increments at each current ............................ 45

32. Ta (La) EPM x-ray counts versus distance along polycide line

of failed CRTV unit ............................................ 47 S

33. Scanning-electron micrograph of CRTV mode-2 mainstream

failure at contact 1, in which Al film had been stripped:

contact 1 and vicinity at 500OX magnification .................. 47

34. Scanning-electron micrograph of the same CRTV unit shown in .

Figure 33: contact 2 and vicinity at IO,OOX magnification .... 49

35. Scanning-electron micrograph of the same CRTV unit shown in

Figure 33: contact 3 and vicinity at 10,OOOX magnification .... 49

vi

. . . . " "" i -" . i:' ' : . - o .



LIST OF ILLUSTRATIONS (continued) S

Figure Page

36. Scanning-electron micrograph of the same CRTV unit shown in - -

Figure 33, contact 4 and vicinity at l0,OOOX magnification ..... 50

37. Scanning-electron micrograph of CRTV mode-2 early failure from

which Al-lSi film has not been stripped: contact 3 and

vicinity at lO,OOOX magnification .............................. 52

38. Al (Ka) EPM x-ray counts versus distance along polycide line

for CRTV mode-2 mainstream failures and early failures in

which the Al (or Al-Si) film had been stripped ................. 53

39. Al (Ka) EPM x-ray counts versus distance along polycide line

for the CRTV mode-7 failures pictured in Figures 29 and 30 ..... 54

S

vii

..S ,



LIST OF TABLES

Table Page

I. N-channel and P-channel threshold distributions, QMOS polycide 0

tefL units and polysilicon control units: pre- and post-1000

temperature cycles .............................................. 15

II. Propagation delays; means and standard deviations for 4

different channels for QMOS polycide test units and polysilicon

control units: pre- and post-1000 temperature cycles .............. 16

III. N-channel and P-channel threshold distributions, QMOS

polycide test units and polysilicon control units: pre- and

post-bias life testing .......................................... 17

IV. Propagation delays; means and standard deviations for 4

different channels for QMOS polycide test units and polysilicon

control units: pre- and post-bias life testing ..... ................ 17

V. Failure-site inventory for mode-2 CRTV failures ..................... 32

VI. Average current densities and temperatures at failure for

AI-metallized CRTV units in mode-2 testing at 25°C, 100°C,

and 200'C ambient temperatures ...................................... 33

VII. Failure-site inventory for mode-4 CRTV failures ..................... 35

VIII. Ta (Lu) x-ray count ratios for CRTV contacts I to 7 on three

units tested to failure in mode 2 ...... ............................. 51

viti

S -• i . - .



I. INTRODUCTION S

The requirements in very-large-scale integrated circuitry (VLSI) for a

ate-]evel material with low resistivity and a high-temperature processing 0

apability has been thoroughly discussed in the literature [1-41. The effort

o achieve this goal has centered on replacement of the customary n -poly-

ilicon gate material by an n -polysilicon/refractory-metal-silicide composite

polycide). The principal candidate materials are four refractory-metal 0

tisilicides, i.e., MoSi TaSi TiSi , and WSi 2.

There is a growing body of reports on polycide processing steps such as

eposition [5-9], silicide anneal [3,8-101, oxidation[1l-14], and pattern

lefinition [15-171; and on process-related properties such as resistivity

12-4,18], film structure [18], and stress [3,19-211. Process-associated effects

,%hich have been reported include doparit diffusion from polysilicon into the

3ilicide during silicide anneal and oxidation [22,23], and polysilicon under-

cutting during the pattern etching of the polycide composite [15,17]. In-

fluences of processing conditions on silicide integrity [24] and dielectric

integrity 111,14,251 have also been reported.

These process-oriented investigations, many of which uncovered reliability

implications, have been accompanied by direct reliability studies, some of .

whi -  nvolved accelerated testing of special test structures [26,27], while

s ncerned comparisons between standard polysilicon-gate MOS circuits

and similar units with polycide gates [28-301.

This body of literature, together with the polycide process-development

etorts at RCA [9,10,221, furnished background information for the present

program which is aimed at determining the predominant failure mechanisms

a"sociated with polycide gate conductors, evaluating their impact on VLSI re-

liability, and recommending process and test procedures to mitigate their 0

impact.

RCA had chosen to develop a polycide gate process for MOS circuitry based

on TaSi which has the advantages of a lower resistivity than either MoSi or
2' 2

WSi 2 and a better compatibility with hydrofluoric-acid processing than TiSi 2.2+

Consequently, n polysilicon/TaSi was the logical choice for the present pro-
2

gram, providing an in-house processing capability and a data base on in-process

film characteristics.

. -. . . . . ... ~~~ - - - - - . .. . . .. . ..



(or improvemeut) in delay time for both test and control groups during cycling

in three of the four delay times.

TABLE I

N-t haurel and P-dhanriel threshold distributions, QMOS polycide 0

tLst units and pjIvsilicon control units: Pre- and post-lO0.

t t-mptr ra Lur c y t is.

N-CHANNEL TRANSISTORS

THRESHOLD VOLTAGE (V) 0.76 0.80 0, 84

E,,i (INIIIAL) 9 25 16
TEST (1000 CYCLES) y 26 15

CONIROL (INITIAL) 4 41 5 0

(&U;iROL '1000 CYCLFS) 14 43 3

P-CHANNEL TRANSISTORS

IHRESHOLD VOLTAGE (V 1.08 1.12 1.16 1.20 1.24 1.28

IEQT (INITIAL) 1 8 25 16
TEST (1000 CYCLES) 2 11 27 10

CONTROL (INITIAL) 2 20 26 2 0
CONTROL (1000 CYCLES) 2 20 28

Step-Stress Testing.

A total of three polysilicon-gate control-group units and one polycide-

gate test-group unit experienced failure during the bias-life, step-stress

ttsts. TIvo of the control units failed at 200'C; the third failed at 225'C.

AIl three control units failed in several test modes, including leakage and

i.. ,r.?na I test. The lone test-unit failure appeared in the input-breakdown

rest itter the 250'C sLrsSing increment. It was a parametric (high leakage)

toilure, i(,t a cata;trc.phic lai Jure, permitting final measurement of threshold

vtoges :Tn1i propigatin dealays. These pa rameters are listed for test and

(critrol units in TuIcs IllI and IV, respectively, which follow the same formats l

'is Il,,bl> s I anil II. "'ht, rrsult.,; art' similar to those in Tables I and 11, the

tbrc,.sh,'I I .si.,. ag. ex'.eiltu t stability, _,! the dr-lay Limes showing slight -"

15 " " ""



IV. RESULTS AND DISCUSSION

A. QMOS CIRCUIT

One-hundred packaged polycide-gate test units and an equal number of

polysilicon-gate control units were submitted for reliability tests. All of these

units were subjected to the first level of step-stress bias-life testing, i.e.,

168 hours at 125*C. The purpose was to determine if there ere any early 0

failures. When post-1251C electrical tests showed that there were no failures,

the first 50 units of each group were submitted for temperature cycling; the

next 27 of each group, for 150°C to 250°C step-stress tests.

1. Temperature Cycling.

No failures occurred in either the test group or the control group during

the 1000 temperature cycles. Table I shows a statistical listing of the

n-channel and p-channel transistor thresholds for each group measured initially S

and after 1000 cycles. Each column in this table represents a 0.04 V increment

in threshold voltage, ranging from 1.08 V to 1.32 V for the p-channel transis-

tors and from 0.76 V to 0.84 V for the n-channel transistors. The number under

each increment represents the number of units whose threshold falls within that S

increment. The initial n-channel threshold distribution for both groups is

centered at 0.80 V, remaining there throughout cycling.

The p-channel threshold distribution for the polycide-gate test group is

centered at 1.16 V, approximately 0.06 V below that for the polysilicon- S

gate control group, and both groups showed excellent stability during cycling.

Four different propagation delays were measured for each unit at each

check point in the experiment. Table 1I lists the initial and post-l00 cycle

means and standard deviations for test and control groups for each of the S

delays measured (labelled 1 to 4 at the top row of the table). All values have

units of nanoseconds, the maximum acceptable delay being 30 ns for all channels. .

The delay times are substantially lower for the polycide-gate test units than

for the polysilicon-gate control units, both before and after the 1000 tempera- S

ture cycles. However, the standard deviations are comparable for all groups,

ranging from a low of 1.38 ns to a high of 1.84 ns. One interesting feature

(for which we don't have an explanation at present) is a significant reduction

14
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Current to the polycide lines (and TaSi 2/Al contact strings) was supplied

by a Keithley model 225 Constant-Current Source. Voltage measurements were

performed using a Hewlett-Packard model 3467A four-channel Logging Multimeter

and a Keithley model 614 Electrometer.

The principal high-current testing procedure started with initial measure-

ments at the standard (low) current value of ImA. Power was then applied at

progressively increasing current levels, maintaining each current level at a

constant value for 10 minutes while taking in-situ measurements at the start

of each powering increment and at 1-minute intervals thereafter. After each

10-minute powering increment, the current was reduced back to ImA for monitoring

readings. All initial, in-situ, and monitor measurements were those listed for

the appropriate test mode in Fig. 5. Tests were typically performed at lOmA

increments up to 50mA, and at 5mA increments above 50mA until a catastrophic

failure was experienced.

Test modes 1 and 3 were used as monitors only, and were not used in the

high-current testing. Mode-2 high-current tests were performed at room-tempera-

ture ambient and at 100'C and 200C ambients. The high-current tests in modes

4 to 7 were all performed at room-temperature ambient. Failure sites on all

participating chips were identified and photomicrographs were taken at IOOOX

magnification. Selected chips were prepared and submitted for scanning-electron

microscopy (SEM), electron-probe microanalysis (EPM), and Auger-electron

spectroscopy (AES).

Having established short-term failure levels in the 10-minute-increment

testing, a number of chips were submitted to high-current testing at a constant

current for periods of either 16 hours or 64 hours. The current levels for

these tests were selected to be approximately 80 percent of the short-term

failure levels. The objective of these tests, in addition to defining longer-

term failure levels, was to provide samples for SEM, EPM, and AES which had

been heavily powered, but had not experienced failure.

3

• . - .
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2 3 4 5 6.- 7-8 - -

TEST CURRENT LINE CONTACT - .
MODE PATH RESISTANCE(S) RESISTANCE(S) •

1 L-R I-2 AND 3-4 NONE
2 L-3 1-2 3
3 C-8 6-7 8
4 1-4 2-3 1,4
5 3-4 3-4 3,4
6 1-2 1-2 1,2 0
7 C-4 C-4 4

Figure 5. Schematic diagram ot CRTV polycide line, contacts and

bond pads, with tabulations of electrical connections
used in test modes 1 to 7.

polycide line segment 1-2 and exits at contact 2, with no intermediate contacts.

The sign convention identifies the current-flow direction in these test modes

as plus (+) for current flowing from left to right and minus (-) for current

flowing from right to left. For example, in mode 5(+), contact 3 is the posi-

tive terminal, contact 4, the negative terminal.

Columns 3 and 4 of Fig. 5 list the line resistances and contact resistances,

respectively, which are measured in-situ in each mode. In modes I to 4 the line

resistances are measured across internal (non-current-carrying) voltage taps.

These measurements are consequently "four-probe" mEasurements which are free

from voltage contributions due to contact resistances.

However, in modes 5 to 7 these measurements were actually terminal-voltage -

measurements, including contact-resistance contributions from each contact.

These contact resistances were measured and subtracted from the terminal voltage

to arrive at the line resistance.

The measurement technique used to determine contact resistances has been

presented elsewhere (36,381. Briefly, it is a four-probe method in which the 0

voltage drop measured directly across the contact interface is divided by the

current drawn through the contact. For example, in mode 6 illustrated in Fig. 5, . .

the contact resistance at contact I is measured by dividing the voltage between

pad 1. and (upper) pad I by the current drawn between (lower) pad I and pad 2.

12
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speed. Chips which had undergone thermal shock tests were also subjected to S

high current testing.

High-current testing on both unshocked and shocked chips was performed

principally on contact-terminated segments of the polycide line (Fig. 3), with

a limited number of additional tests being performed on the TaSi 2/Al contact S

strings (Fig. 4). Testing was performed on unpackaged chips with electrical

contact being made through a probe card matched to the CRTV bond-pad layout.

Most of the testing was done at room-temperature ambient with the chip

mounted on a unheated chuck, and with polycide-line temperature increases 0

occuring through direct Joule heating. A smaller number of tests were run

with a hot chuck, including a series of low-current measurements at several

chuck temperatures from which the polycide temperature coefficient of resistance

(TCR) was calculated 1371. The average TCR (251C to 300'C) for the polycide S

film is approximately 2.7 x 10 (°C) , a value consistent with TCRs reported

elsewhere [4]. The line resistance value measured at room temperature likewise

reflected a TaSi2 resistivity consistent with literature values, i.e., 4.4 x52
10 ohm-cm. The TCR measurement, together with in-situ line-resistance S

measurements, provided the basis for calculations of average line temperature

during high-current testing.

In the TaSi /AI contact strings (Fig. 4), the uz;ty electrical connections
2

are to the end terminals; consequently, the powering and measuring options are

limited to this single electrical configuration. In contrast, the multiple

electrical connections to the polycide line (Fig. 3) provide many options.

Figure 5 shows a schematic representation of the polycide line running

horizontally and the Al interconnect lines running vertically, crossing at •

TaSi 2 /Al contacts, and terminating in bond pads shown as squares at top and

bottom. The numbers (letters) with which these bond pads are labelled in

Fig. 5 represent the corresponding contacts, as labelled in Fig. 3.

Below the diagram in Fig. 5 are listed the seven different powering/measuring

configurations used in the polycide-line high-current testing. The first

column identifies the test mode number designation (modes 1 to 7). The second

column specifies the current path through the polycide line by identifying the

bond p3ds which serve as current taps. For example, in mode 1 current passes •

through the entire length of the polycide channel, entering at contact L,

exiting at contact R, and passing by all contact interfaces from contacts I

through 9, whereas in mode 6, the current enters at contact 1, passes through

0
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Ii. ACCELERATED-TESTING PROCEDURES

A. QMOS CIRCUIT -

The QMOS accelerated testing program was performed at the RCA Solid State

Division (SSD), Somerville. The two tests selected for the QMOS portion of

the polycide reliability program were (1) temperature cycling and (2) step-

stress, bias-life testing. Fifty test and 50 control units were alloted for 4

temperature cycling; 27 test and 27 control units, for step-stress testing.

Temperature cycling was performed between -65'C and +150'C, for 25 minutes at

each extreme, with 5-minute transfer times (air to air chambers). A total of

1000 cycles were performed, with electrical readings taken initially, and after

25, 50, 100, 200, 400, 600, 800, and 1000 cycles. Bias life tests (with supply

voltage fixed at 6V) were performed for 168 hours at each of the following

temperatures: 1251C, 150'C, 175°C, 2001C, 225*C, and 250'C, with electrical

readings performed initially and after each temperature increment.

The initial and periodic electrical readings were performed at room temper-

ature, covering a comprehensive set of parametric and functional tests including

contact, input leakage, output current, output voltage, input breakdown, propaga-

tion delay, and n-channel and p-channel thresholds. Complete datalogs of all

these measurements were printed. Failure analysis was performed on test units

which experienced failure during these tests.

B. CRTV CIRCUIT

The two types of accelerated tests selected for the CRTV portion of this

program were (1) thermal shock and (2) high-current, high-temperature powering

of the polycide lines and contact strings. In the thermal shock tests, un-

packaged chips were transferred between a boiling-water bath (+100 C) and a I S

dry-ice/alcohol bath (-70 ± 3'C) for a total of 30 cycles. Hot-to-cold transfer

time was less than 10 seconds; cold-to-hot transfer time, less than 15 seconds.

Dwell time at each temperature was 5 minutes.

Measurements of polycide line resistance were performed initially and 9

after 1, 5, 13 and 30 cycles on shocked units. Measurements of gate-oxide

breakdown voltage were then performed on each of the six polycide capacitors

on shocked chips. These were compared with corresponding measurements on

unshocked chips. Catastrophic breakdowns were measured using a IOV/sec ramp S

10
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Figure 4. Schematic diagram of portion of CRTV series-contact string.

Following a CF4 /02 plasma treatment to remove the native oxide from the

doped polysilicon surface, Ta-Si was deposited in a Varian S-Gun magnetron-

sputtering system to a thickness of 1600R. Deposition was performed in a

co-sputtering mode, using a pure Ta target and two Si targets. The Ta-Si/

polysilicon pattern was then defined, using CRTV mask level 1, by plasma etching

in a fluorinated-gas mixture. An 875'C, 30-minute anneal in Ar reacted the

Ta-Si, iorming TaSi 2, upon which a thermal oxide was grown for 15 minutes at

720'C in steam. The interlevel dielectric, an 800R Si N /3000R borophospho-
3 4

silicate glass (BPSG) composite, was deposited by LPCVD, and the BPSG was

densified at 700'C. The interlevel contacts were then defined, using CRTV

mask level 2, by plasma etching in a fluorinated-gas mixture.

Metal deposition immediately followed a dip in dilute HF to remove the

native oxide from the TaSi 2 in the contact areas. Metal deposition was per-

formed in a Varian S-Gun system, metal composition being either A] or A1-I%Si.

The metal pattern was then defined, using CRTV mask level 3, by plasma etching

in a chlorinated-gas mixture.

Metal alloying in forming gas for 30 minutes at 450'C, for improvement of

tht, TaSi 2/A] contacts, completed the water-fabrication process sequence. After

being scribed into chips, the CRTVs were ready for initial measurements and

ac-elerated te:sting, the CRTV accelerated tests being performed on unpackaged

chips.

..................................... .- .... ,..
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Figure 3. Schematic diagram of CRTV polycide line showing
TaSi2 /Al contacts.

contacts. All Al lines crossing numbered contacts are of dumbbell pattern,

terminating at both ends in a bond pad, thereby providing Kelvin contacts for

4-probe polycide-line-resistance, and contact-resistance measurements.

The other CRTV features relevant to this program are a contact-string

structure, comprised of two-hundred 2.0 pm x 2.0 pm TaSi 2 /Al contacts in series,

and a set of six capacitors formed by 600 pm x 600 pm polycide squares, with

the silicon substrate serving as counter electrode. A portion of the contact

string is shown schematically in Fig. 4, with dimensions listed for polycide

and Al line segments. The polycide (labelled faSi2 ) lies underneath the Al,2

but is shown shaded for clarity. Electrical contact is made to the polycide

capacitors through Al bond pads routed to TaSi /Al contacts. The sizes of
2

these contacts and the number of contacts in parallel vary from capacitor to

capacitor, ranging from a single 10 pm x 10 pm contact to 1200 3 pm x 3 pm

contacts.

The CRTV processing was performed at Princeton. However, processing 0

conditions closely mirrored those used in fabricating the QMOS test circuits

at SSTC. Starting with (100)-oriented silicon wafers doped with boron to .10-

ohm-cm resistivity, a 500 gate oxide was grown in steam at 800'C, and annealed

in He at 1050'C. This was followed by a low-pressure, chemical-vapor deposition

(LPCVD) of 3000 undoped amorphous silicon at 560'C, which was then doped with

phosphorus from a POCI source at 850'C.

8
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Test and control chips were mounted in 16-pin, dual in-line ceramic (DIC) 0

packages using Au-Si eutectic preforms. Units were then wire bonded using AI-I% .

Si wire, braze sealed using Au-Sn preforms, re-tested for electrical function,

and given fine and gross leak checks in preparation for accelerated reliability

testing. S

B. CRTV CIRCUIT

The mask set for the contact-resistance test vehicle (CRTV) had been de-

signed at RCA for investigations related to multilevel-metal-process development. 4

As utilized in the present program, three mask levels are employed in the

following sequence:

1. polycide

2. contact

3. metal,

corresponding to QMOS mask levels 4, 7, and 8, respectively, as listed in Part A

of this section.

The principal features of the CRTV are a long, narrow polycide line (de-

posited on a 500 thermally-grown oxide and defined using mask level 1), with

a linear array of small TaSi2 /metal contacts (patterned into an interlevel

dielectric using mask level 2). The polycide line and contacts are shown S

schematically in Fig. 3. The metal (Al or Al-Si) pattern, defined by mask

level 3, is omitted from the figure for simplicity. The contacts are identified i-'

either by number (1 to 9) or by letter (L, C, and R), according to their func-

tion; the larger, lettered contacts being used strictly as current taps; the S

smaller, numbered contacts, either as current taps and/or as the object of

contact-resistance measurements.

The contact sizes are listed in Fig. 3 below the contact-number listings.

'[hey range upward in nominal stze from 1.5 pm x 1.5 pm for contact I to 3.0 pm S

X 3.0 pm for contacts 7, 8, and 9. The distance between all adjacent numbered

'iitacts is 250 pm. The nominal polycide line width is 2.5 pm between contact

L. and a point 125 pm to the right of contact 2, at which point it widens to

3 pm, remaining at that width up to contact C. The right side of the line S

from contact C to R (which was not extensively used in this investigation)

includes line widths ranging from 3 pm to 50 pm. The Al (or Al-Si) lines (not

shown in Fig. 3) cross the polycide line at right angles, intersecting at the %

7
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Princeton, NJ. The Ta-Si deposition processes were similar at both facilities;

cosputtering in a Varian S-Gun magnetron sputtering system from separate (Ta

and Si) targets to a thickness of 2000 X with a nominal Si/Ta atomic ratio of

2.0. However, the cleaning of the polysilicon surface prior to the Ta-Si

deposition differed: a dilute HF dip for the SSTC wafers, versus a CF4/02
plasma treatment for the Princeton wafers (labelled LABS in Fig. 2). The

polysilicon surface treatment and Ta-Si deposition were the only QMOS processes .*. '- -

performed outside SSTC.

After deposition, the 12 test wafers were brought together tor polycide

anneal (30 minutes at 875*C in Ar) and re-oxidation. The polycide re-oxidation

process is a 15-minute steam oxidation at 720'C. As shown in Fig. 2, this

differs significantly from the standard QMOS re-oxidation process, i.e., 30

minutes in steam at 8000C. The source/drain implantations are performed after

this re-oxidation, the oxide thickness over the source/drain regions during

implant being 700 in the standard QMOS process.

However, due to the lighter re-oxidation in the polycide process, the

corresponding oxide thickness was only 500R. To adjust for this, the

phosphorus implant energy was lowered from the standard 110 KeV used for the

control units to 90 KeV for the test units. This adjustment insured good

ohmic contact in the finished test chips between the Al-Si interconnect

metallization and n+ silicon in the source/drain regions. All 18 wafers were

re-combined after the source/drain implantation process.

Thirteen of the wafers survived wafer fabrication (the other five were

broken). The mean circuit yield at circuit probe from the nine surviving - .

polycide test wafers was 40.1 percent; from the five surviving polysilicon
control wafers, 46.7 percent. At least one wafer from each of the six sub-

splits shown in Fig. 2 had greater than 48 percent yield.

The test wafer and control wafer to provide the units for accelerated

reliability testing were to be selected based on preliminary accelerated

testing (thermal shock and high-current powering) on individual wafer-

acceptance-test keys (WAT keys). When the results of this testing showed

close wafer-to-wafer consistency, the wafers were selected based on yield and
proximity to standard QMOS processing. The control and test wafers selected

had yields of 70.0 percent and 65.1 percent, respectively. Both of these

*..: wafers had utilized the (standard QMOS) 1050°C POCI3 doping process, the test -'-?.-

wafer had been Ta-Si deposited at Princeton (LABS). S

6
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he first process after the split is silicon deposition for the gate

electrode. It was considered advisable to split before, rather than after,

this process because the standard QMOS process uses a 6201C polysilicon deposi-

tion temperature, whereas the polycide process uses a 5601C deposition tempera-

ture. The 560*C deposition yields amorphous silicon, which has a smoother

surface than polysilicon [351, an advantage which could favorably iniluence

dielectric integrity [25] and threshold stability [28] in the finished test

devices.

18 WAFERS
TGATE OXlD

CONTROL UNITS 6 OX 2 TEST UNITS ,

POLY Si DEP a-Si DEP

1050*C 875*C 1050°C POCL.3  875°CPoct 3  * ..

6- SSTC To- Si

-LABS To-Si

T EP

POLYCIDE

RE-OX ANNEAL

8000 ST 30min RE-OX

720 ST 5min

Figure 2. QMOS process flow diagram: control and test branches.

After silicon deposition, both branches are split, as shown in Fig. 2.

This sub-split was prompted by another difference between the QMOS and polycide

processes: standard QMOS polysilicon doping (POCI3 ) is performed at 10500C

(which serves simultaneously as a back-side gettering step), whereas amorphous-

deposited silicon for the polycide gate is doped at 875°C to minimize hillock

growth on the silicon surface. Both doping processes were included in each

branch to maximize the probability of realizing successful test and control

wafers.

The test branch was split again for Ta-Si deposition, half of the units --

being deposited at SSTC, Somerville; the other half at RCA Laboratories,

... . -
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II. TEST-DEVICE SELECTION AND FABRICATION a

A. QMOS CIRCUIT

The functional circuit for this program was selected from RCA's recently

introduced high-speed CMOS logic product line (QMOS). The QMOS family in-

corporates 3-pm design rules with processing features which include self-aligned

polysilicon gates, thin gate oxides, ion implantation, and plasma definition of .

contacts and conductor layers [321. The HC138, a 3-to-8 line decoder, was

selected as the specific QMOS circuit type because it had been the subject of

a wide range of reliability tests [31,331, and because the complete mask set

required for its fabrication was available at the RCA Solid State Technology

Center (SSTC) in Somerville, NJ. Most of the QMOS fabrication and packaging

for this program was carried out in a CMOS pilot line at SSTC. An objective

data sheet for circuit type HC138 is shown in Fig. 1.

The QMOS wafer-fabrication process involves nine mask levels listed below

in chronological sequence:

1. well

2. active area

3. P

4. polysilicon (control) or polycide (test)

5. P

6. N

7. contact

8. metal

9. bond pad opening

The standard QMOS process utilizes a single n polysilicon layer at gate

level (mask level 4, above), with contacts between the polysilicon and the 0

overlying metal-interconnect layer. The test/control lot splits encompass

iProcessing associated with the polycide/polysilicon gate level conductor.

Eighteen wafers were carried through the wafer-fabrication process se-

quence with test/control splits as outlined schematically in Fig. 2. The left S

branch, comprising six wafers, represents the polysilicon control group; the

right branch, comprising 12 wafers, represents the polycide test group.
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Pursuing the approach of combining test versus control (polycide-gate)

investigations on a functional circuit with specific parametric investigations

on a test circuit, two different test vehicles were fabricated for this program.

The functional circuit is QMOS-HC138, a 3-to-8 line decoder which is a member 4

of RCA's recently introduced QMOS product line [31-33]. The parametric test

vehicle is the Contact Resistance Test Vehicle (CRTV), the layout of which is

particularly appropriate for investigations of polycide line integrity and

TaSi 2/Al contact integrity. Both devices are described in Section II of this

report.

One of the problems that had to be addressed in process development efforts

had been the tendency of the polycide to peel during the annealing and oxidation

processes. Peeling is, in part, induced by a high (thermally-induced) tensile

stress in the silicide film at room temperature, a stress that increases with

decreasing temperature [3,19]. This, together with the absence of published

information on polycide survival at low temperature, prompted the choice of

deep thermal cycling and thermal shock as accelerated-test modes. The QMOS

circuit was the test vehicle for thermal cycling, and the CRTV, for thermal

shock.

Polycide conductors will also be required to function during and after

exposure to high temperatures and, in designs where the polycide is utilized

for an interconnect level, to function at high current densities. Lloyd et. al.

[26,27] have identified aluminum from bond pads as a participant in electromigra-

tion failure of polycide conductors. Mori et. al. 1341 have shown that enhance-

ment of electromigration failure occurs at Al/Si contacts. These considerations

prompted the choice of high-temperature static-bias testing of the QMOS circuit

and of high-current, high-temperature testing of the CRTV.

In Section II of this report, the QMOS and CRTV circuits are described

and the processing steps used in their fabrication are outlined. In Section III,

the accelerated-testing and electrical-measurement procedures used to evaluate

the performance of these circuits are described. In Section IV, the results

* are presented and discussed, including both those from electrical measurements

and those from material analysis techniques, including scanning-electron

microscopy (SEM), electron-probe microanalysis (EPM), and Auger-electron

spectroscopy (AES). Conclusions and recommendations for future investigations

, are presented in Section V.

2
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TABLE 
11

Propagation delays; means and standard deviations for

4 different channels for QMOS polycide test units and

polysilicon control units: pre- and post-1000 temperature

cycles.

12 3 4I

TEST (INITIAL) 14.0 18.2 13.5 15.3
(1.44) (1.70) (1.39) (1.74)

TEST (1000 CYCLES) 12.2 16.7 12.8 15.4
(1.38) (1.84) (1,41) (1.74)

CONTROL (INITIAL) 22.6 28.2 21.9 24.6
(1.50) (1.75) (1.49) (1.59)

CONTROL (1000 CYCLES) 20.7 26.6 21.2 24.6
(1.53) (1.63) (1.55) (1.57)

decreases. The post-2500 C statistics on the control group represent 24 units

while those on the test group, like the initial statistics, represent all 27

units.

As the first step in failure analysis, a slow voltage ramp was applied to

the input of the failed polycide gate unit. When a short occurred at 10 V,

the unit's lid was removed and the failure site located. The failure site is

shown in Fig. 6, in which part (a) is a 1000X photomicrograph and part (b) is

a schematic drawing identifying the relevant features in the photomicrograph.

The failure site is under a p-channel gate, and the failure was due to

increased leakage across the gate oxide (which subsequently shorted upon

application of the voltage ramp). Running diagonally across and under the

source metal and gate is a scratch which is visible only in areas not covered

by the gate or metal. The sLratch evidently occurred before gate deposition,

locally decreasing the gate-oxide thickness and increasing its susceptibility

to leakage and breakdown. It is therefore concluded that the scratch rather

16
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TABLE III 

N-channel and P-channel threshold distributions, QMOS polycide

test units and polysilicon control units: pre- and post-bias

life testing.

N-CHANNEL TRANSISTORS

THRESHOLD VOLTAGE V) 0.76 0.80 0.84

TEST (INITIAL) 1 20 6
TEST (POST 250C) 6 17 4 -

CONTROL (INITIAL) 3 23 1
CONTROL (POST 250C) 5 18 1

P-CHANNEL TRANSISTORS

THRESHOLD VOLTAGE (V) 1.08 1.12 1.16 1.20 1.24 1.28 1.32 S

TEST (INITIAL) 1 7 14 5
TEST (POST 250C) 5 13 9

CONTROL (INITIAL) 1 2 20 4
CONTROL (POST 2500C) 1 1 18 14

TABLE IV

Propagation delays; means and standard deviations for 4

different channels for QMOS polycide test units and poly-

silicon control units: pre- and post-bias life testing.

1 2 3 4

TEST (INITIAL) 13.5 17.8 13.2 14.6
(1.06) (1.36) (1.01) (1,34)

TEST (POST 250°C 12.2 15,9 13,1 14,6
(1.06) (1,41) (1,04) (1.38)

CONTROL (INITIAL) 22.9 28.6 22.2 25.0
(0.51) (0.65) (0.46) (0.50)

CONTROL (POST 250C) 21.4 26.6 22.3 25,1
(0,52) (0.72) (0.47) (0,68)
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Lhaa aniy property of the overlying polycide gate was the cause for this single

polycLde-unit failure.

B. CRi'V CIRCUIT

1. Thermal Shock

a. Gate-Oxide Integrity.

Koburger et. al. [25] have shown that a polysilicon-layer thickness of at 0

least 2000A was required in a polycide composite to assure good integrity of

the underlying gate oxide. The polysilicon thickness in our units was 3000R,

and previous experiments at RCA [391 have shown the oxide integrity under

unshocked TaSi 2-polycide gates to be the approyimate statistical equivalent of S

that under polysilicon gate electrodes. With this background, the objective of

the present experiment was to determine the effect of thermal shock on poly ,,I -

gate units. Consequently, the test/control groups comprised shocked/unshocked

units, both with polycide gates. S

No significant dependence of oxide breakdown voltage on the number or size

of TaSi 2 /Al contacts was observed; therefore the capacitor-breakdown results "

were combined in a single cumulative distribution plot. These results are given -

in Fig. 7, in which the cumulative percent of capacitor breakdown failures at S

V = V is plotted versus V for unshocked units, and for units which had experi-o o

enced 30 cycles of thermal shock. The sample sizes were 36 shocked units and

42 unshocked units, test/control chips being from adjacent rows on the same

wafer. Both sets of capacitors show a broad distribution with approximately -

15 percent shorted capacitors. However, the distributions are very similar in

all features. It is thus concluded that thermal shock did not undermine gate- '

oxide integrity in these units. It is noted that the unusually large size of --

the,; capacitors (600 pm x 600 pm) provided a severe test of he effects of S

str-ss induced by mismatches in thermal-expansion coefficients. This could

account for the broad voltage-breakdown distributions.

b. PoIycide Line Integrity.

Initial, periodic, and post-30-cycle polycide-line voltage measurements

were performed in test-mode I (see Fig. 5) in this experiment. This measure-

ment, whith was performed at a test current of 1LA, provided four-probe de-

termination of the resistances of polycide line-segments 1-2 and 3-4, and

tw.o-probe determination of the terminal resistance, which is the sum of the

19
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Figure 7. Cumulative gate-breakdown-voltage failure distibution
plots for thermally shocked and unshocked CRTV polycide
capacitors with a 500 X steam-grown gate oxide.

entire polycide line resistance and the contact resistances at the two large

end contacts, L and R. (These contact resistances, while not separately

measurable, are almost certainly below 1 ohm because of the large size of

contacts L and R.)

Initial measurements showed chip-to-chip and wafer-to-wafer distributions

of polycide sheet resistivity to be narrow, within approximately-± 10 percent.

Typical values were V = 0.275V, V3 4 = 0.225V, and V = 2.31V, where V12 34LR 12'
V34' and VLR are the voltages between contacts 1 and 2, contacts 3 and 4, and

the (L and R) end terminals, respectively. These values translate to resis-

tances of 275 ohms, 225 ohms, and 2310 ohms, respectively, and to sheet re-

sistances of approximately 2.8 ohms per square for both line segment 1-2,

which is 250 pm long and 2.5 pm wide (100 squares), and line segment 3-4,

which is 250 pm long and 3.0 pm wide (83 squares). Films thickness being -

-5approximately 1600R, this corresponds to a TaSi resistivity of 4.4 x 10 ohm-cm.
2

(In this resistivity calculation the contribution of the polysilicon, the sheet

resistance of which had been measured in-process to be greater than 40 ohms per

square, was neglected.) -

20
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Meaburements of polycide line resistance after 1, 5, 13 and 30 thermal- I

shock cycles all showed less than I percent change from initial valLes.

I." Oth#-,r Tpqts.

' rc,n .its trom the thermal shock tests were subjected to high-currct.t

t Lrig, as will be discussed in detaiI irn Section IV-B2, below. "" " "

. li h-('urrent resting " -

The principal test modes for the high-current tests were modes 2, 4, 5, 6

and 7, the electrical connections for which were described in conjunction with

Fig. '.

• i. lc ,t Mode .

The mode-2 electrical hookup, shown as part of Fig. 5, is re-drawn for

convenient reference in lig. 6. Current 15 drawn along the polycide line

DeLeeu unlIatL L, which was the positive contact for all units tested, and

contact 15, with current flowing past contacts 1 and 2 which provide voltmeter

tdps lur four-probe litne-resistance measurement of the 2.5 pm wide segment 1-2. 0

CunLtAcL reSiStanie at cotact 3 is calculated from the voltage V measured . .. -

beLwet2n contdct 3 and contact 4. fhe above measurement features, together

with a large end contact (L) in conjunction with a small end contact (3) and "

a narrowing of the polycide linewidth from 3 pm to 2.5 pm (between contacts 2

and 3), made tile inode-2 configuration a promising one for a determination of

the relative failure probabilities of the various features associated with the -

polycide line. ."

Eighteen AI-lSi metallized chips and 13 Al-metallized chips were subjected

to 10-minute-increment, mode-2 testing to failure at room-temperature ambient.

Fig. 9 shows the mean temperature of polycide line 1-2, calculated from in-st"
Ufne resistance measurements and tie TaSi TCR versus

diiterent powering currents; 30, 40, 50, and 60mA. The first in-situ measure-

ment (zero tine on Fig. 9) is made approximately 1 second after current is

ped.

From the near-2'ero curve slopes at 30, 40, and SOrnA, it is seen that the

line temperaturt- comes to equilibrium very rapidly, 95 percent of the 10-minute

temperatire ri-se occtirring within this first second. Only at the 60mA current ..-.

is there a signifi eo.n iricrease with time after I second, a harbinger of the

21S. . .. . , .
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Figure 9. Mean temperature of CRTV line segment 1-2 versus time
during 10-minute mode-2 testing increments at the
currents as labelled.

catastrophic failure which occurred between the 6- and 7-mirnit, readings at thI,

current.

In Fig. 10, the mean temperature of line-segment 1-2 is plotted versus

current for the 13 Al-metallized units. Temperatures for 12 of these 13

22



units fail within a very narrow envelope, indicating good consistency in the

units response to powering. Line resistance measurements yielded consistent

results for both Al- and Al-l%Si metallized units, in-situ curves increasing

with time and current as typified by Figs. 9 and 10, respectively; whereas

resistances measured at ImA between power increments rem~ained constant at th~ir0

pre-powering values right up until failure.

ENVELOPE FOR 12

400 (OF 13) UNITS MEASURED

I"

-J 13th UNIT -

S200

W/

S100

O 10 20 30 40 50 s0
CURRENT (mA)

O 5 10 15
CURRENT DENSITY (106 A/cm2 )

Figure 10. Mlean temperature of CRTV line segment 1-2 versus S
current and current density for 13 units during
10-minute mode-2 testing.

The contact resistances were not as consistent. An example of a set of

in-siti measurements of contact resistance is shown in Fig. 11, in which the

contact resistance at contact 3 is plotted on logarithmic scale versus utrreiit

for an Al -met;ril i red urni . In adlditiont to the level -to-level inucrtases, wh i

coid imply a trmperat tre coefficient of contact resistance, there were cdtrru

I~rrcipitcijs imjs I h.nas the vertic ,i lines with arrows in Fig. 11) luiring

the 10-mrintmte po'.w'rin'g increnents at ciiirrcnt s as low as 40mA. Such jumups wt~rt

;uh!. Pnt f rom t he I jnr- rrs stance curves except near the onset of catast copnic

1 i 1tre
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Figure 11. Contact resistance of contact 3 versus current for a
unit which experienced contact degradation during

lO-minute mode-2 testing..

It was decided that these jumps would not be considered failures for the

purpose of this experiment. The reasons for this decision were that the jumps..-..--

were relatively small (< 2 ohms, the equivalent of less than one square of

polycide) and that the contact-resistance values measured at ImA after such-.

jumps were usually equal to the initial ImA values. . -

The criteria adopted to define failure in this experiment were (1) a : ' ...

greater than 15 percent increase in line resistance at ImA and/or (2) a

greater than 5 ohm increase in contact resistance at lmA, both measured with

respect to the initial values. In practice, tihe l0-minute-increment testing-

always resulted in more catastrophic failures, usually in open lines and/or

contacts.

Figure 12 gives cumulative distributions of polycide failure temperature,

showing the cumulative percent. of polycide failures at T = T" plotted versus

~ too

T 0. The temperature measurement use'd to derive this curve is that calculated

from the last. pre-failure in-situ measurement, e.g., the 6-minute, 60mA

reading in Fig. 9. Since readings were made only on the minute, 'T is more

accurately the average line temperature within 1 minute of failure. "--

The distribution for Al metallized units is remarkably narrow, ranging" ""

from 3601C to 429*C, with a mean value of 4161C and a standard deviation of

24
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Figures 13 and 14 were taken at 500X magnification, Fig. 13 on an Al-metallized

chip, Fig. 14 on an AI-I%Si metallized chip. Contact L is at the left-center;

contact 1, at the right-center in both photos. The Al (AI-Si) bus extends

upward from contact L; the Al (Al-Si) interconnect extends vertically in both

directions across contact 1. In Fig. 13, the damaged area of the polycide line

extends from contact L to approximately 20 pm past contact 1; in Figure 14, the

damaged area extends from contact I to the left for approximately 160 pm and to

the right for approximately 5 pm.

Figure 13. Photomi(rograph of failure site in Al-metallized, mode-2 O
mainstream failure: (ontact L, contact 1, and vicinity
at 500X magnification.

Multiple (unconnected) tailure sites were not uncommon; this is illustrated

in Fig. 15, taken at 0OOX magnification, which shows contact 3 and vicinity

for the same chip pictured in Fig. 14. The damaged area here extends from

contact 3 to the left for a distance of approximately 50 pm. It is noteworthy

that in all mode-2 failures, aJl damage sites were associated with a contact.

There were no failures along isolated sections of the polycide lines. This

suggests that the weak link in this materials composite is not the polycide

line, but rather the 'raSi /Al (or AI-Si) contacts.

2
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Figure 14. Photomicrograph of failure site in Al-l%Si metallized,
mode-2 mainstream failure: contact L, contact 1, and

vicinity at 500X magnification.

figure 15. Photomicrograph of a second failure site on same unit
as shown in Figure 14: contact 3 and vicinity at IOOOX
magnification.

27



Figure 16. Photomicrograph of failure site in A]-l%Si metallized,

mode-2 mainstream failure: contact I., contact 1, and

vicinity at 500X magnification, showing gross melting B
at AI-lSi interconnect at failure site.

Several failure sites showed signs of gross Al or Al-Si melting as

illustrated in Fig. 16. Clearly, in such instances the local temperature at S

failure had risen to at least 660'C, the melting point of Al. This points up a

difficulty in the interpretation of the average line temperature, as illustrated

in Fig. 17, which gives speculative plots of the temperature distribution along

the length of polycide line segment 1-2. Curve A represents the probable shape S

of the distribution for an as-yet undamaged situation, in which the current is

bOmA arid the average line temperature is calculated to be 400 0 C. The peak

temperature is above 400'C, and is located ait the midpoinit betwetln contacts I

and 2 while the contact temperatures are less than 400'C. Curve 13 shows the S

presumed situation after the start of degradation at contact 1, at the start of

,A local temperature avalanche. Curves C alrd I) sho ' the progressive development

of this temperature spike, with failure inial Il , octli ig, accompanied by Al

me I i rig (en rve E). S

Figures 18 and 19 show 00(I X failure-site photographs tor two chips

experiencing early failures. In contrast with the miainnstream ti lures, all of

which incItided at least one inti 'rnal con tact .i , . ai l ire, site, the only

fai Ilre site in each of the seven early fai I iirs was c ntat i, the (negative) 0

28
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Figure 17. Speculative temperature distribution along line segment
1-2 during powering for undamaged line (curve A), and
during the thermal runaway process leading to failure
and Al melting at contact I (curves B to E).

end contact. This, together with the cause for the early failures, is illus-

trated in Fig. 20, in which the current density at failure is plotted versus

the initial contact resistance measured at contact 3. Approximate failure -

temperature is plotted on the right-side ordinate for reference. All Al- and

AI-1%.Si metallized units are represented, with no specific distinction being

made between the two types.

However, a very clear distinction is evident between the (early, inter-

mediate, and mainstream) failure groups, the distinction being in initial

contact resistance (abscissa) as well as in failure level (ordinate). All

seven members of the early-failure group had initial contact resistances of

greater than 3 ohms. Subsequently, all failed at current densities below I x 5
7 210 A/cm 2

. In contrast, all 21 mainstream units had initial contact resistances

7 2below 1.1 ohms, and all failed at 1.4 x 10 A/cm or above. All three inter-
7 2mediate-group members failed at 1.3 x 10 A/cm , and although all had failure

sites at contact 3, two of these chips had an additional failure site.

29
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d. Test Mode 7.

Up to this point, all CRTV high-current-test failures had involved a

TaSi 2 /Al (or Al-S) contact; there were no isolated polycide-line failures.

Mode 7 represented a final attempt to cause such failures. This attempt in-

volved making the weaker contact by polarity, i.e., the positively biased

contact, very large. The electrical hookup, as shown in Fig. 5, has current

flowing between contact 4 and contact C. All mode-7 tests were performed in

negative (-) polarity, i.e., with contact C (5 pm x 5 pm) being the positive 0

contact.

Four Al-metallized units were subjected to 10-minute-increment tests in
7 2this mode. Three units failed at a current density of 1.9 x 10 A/cm ; the

fourth, at 2.0 x 107 A/cm 2 . A 760X photograph of one of these units is shown

in Fig. 29, in which the damaged area is near the left side of the photo,

whereas contact C, near the right, and the Al line extending upward to C appear

to be undamaged. This is the only unit in which an isolated polycide-line

failure is visually suggested. S

Figure 29. Photomicrograph of failure site in Al-metallized mode-7
failure: contact C and vicinity at 760X magnification.

Another failure in this mode, shown at 50OX magnification in Fig. 30, pro-

vides an interesting contrast. Figure 30 shows an area along the polycide line
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inutes (16 hours) and then removed for material analysis; the ninth survived

00 minutes (40 hours) of powering. Seven additional Al-metallized units were

Dwered at 1.2 x 10 A/cm2 for 64 hours; no failures occuring in this group.

Temperature versus time plots for the units failing after 250 minutes and

200 minutes at 1.5 x 107 A/cm 2 are shown in Fig. 28. Measurements were made

t 10-minute intervals, and it is seen that most of the increase in mean line

emperature occurred in the first 100 minutes. Temperatures at the last

eading before failure were 347°C (620*K) and 342'C (614°K).

550
x FAILURE

= 340
I--D

o, 330

z 320
LJ

Uj

U' 310
ihi

z
-j
Z 300

0 300 600 900 1200 1500

TIME (min)

Figure 28. Mean temperature of line segment 1-2 versus time for two .
CRTV units pow red to failure at a current density of
1.5 x 10 A/cm in mode 6.

Roughly speaking, comparison between the 10-minute-increment and constant-

urrent results suggest a two-orders-of-magnitude (^-100 times) increase in time

o failure with a "-150 C decrease in mean line temperature (from approximately

'70 K to 620 K). An Arrhenius calculation using these values results in an

ictivation energy of -1.3 eV, a value to be interpreted with all of the

;kepticism attendant to the limitations of the experiment.
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Figure 27. Logarithmic plot of initial contact resistance at 6

failing contact (in mode-5 or mode-6 testing) versus

initial contact resistance at surviving contact.

Diagonal line at 450 is line of equality of these

two resistances.

Several Al-metallized units were subjected to longer-term powering at cur-

rent levels slightly below the failure levels determined in 10-minute-increment

testing. Some of these units were removed from the tests before failure to

provide heavily-powered, but unfailed samples for SEM, EPM and AES material

analyses. Others were tested to failure to obtain a rough idea of activation

energies for high-current/high-temperature failure.

In this context it is pointed out that the combination of (relatively)

high sheet resistance and very high current-density capability of the polycide 0

line make it virtually impossible to vary the line temperature and current

density independently. Consequently, it is very difficult to determine clear-

cut activation energies for failure in the manner analogous to those determined

for electromigration failure in Al ]ines [40].

Twelve Al-metallized units were powered at 1.5 x 10 A/cm for extended

times. Only three of these units exp(rienced failure, these occuring at times

of 250 minutes, 1110 minutes, arid 1200 minutes. All three failures were at

the positive contact. Eight of the nine surviving units were powered for 960 O
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For a given current, line-segment 1-2 is significantly hotter under

mode-2 powering than under mode-6 powering, as expected given the different

current-endpoint conditions. Mean line-segment temperature at failure was

also higher in modes 5 and 6, averaging approximately 500'C for mainstream 0

failures, as compared with 416*C in mode 2. This difference is undoubtedly

due to differing temperature distributions, temperature gradients along the

line being higher in modes 5 and 6.

Another striking feature of the failure data shown in Fig. 24 is a strong

polarity effect, all of the early failures occuring at the negatively-biased

contact, while all except one of the mainstream failures occur at the positive

contact. This result was independent of the (±) biasing polarity of the external

circuit, and of the metallization type. Within any single chip both mode-5 0

(or,-6) contacts were found to belong in the same grouping, i.e., no unit was

found with contact 3 having << I ohm resistance and contact 4 having >> 1 ohm

resistance.

This is illustrated in Fig. 27, a logarithmiQ, plot in which both ordinate 0

and abscissa represent initial contact resistances; the ordinate, that of the

contact at which failure eventually occurs; the abscissa, that of the surviving

contact. All of the early failures are seen to fall into the upper-right

quadrant of this figure; all of the mainstream failures, into the lower left.

This segregation of failure groups, together with that shown in Figs. 20

and 24, suggests the expectation that in a contact pair, the one with the higher

initial resistance will be the weaker of the pair, and will therefore be the

one which fails. However, close examination of Fig. 27 shows this not to be

the case. Only those data points which lie above and to the left of the

45-degree line represent units in which the contact with higher initial re-

sistance failed, and less than half of the points fall inside this region.

Evidently, within a given failure group, the contact's polarity is a stronger

determining factor than initial contact resistance. However, pre-failure

degradation in the mainstream-failure group was not unipolar, contact-resistance

increases similar to those shown in Fig. 11 being measured at both positive an-

negative contacts.

The overall polarity behavior exhibited in the results shown in Figs. 20,

24, and 27 is rather complex. Coupled with complexities previously reported [261,

these results indicate the need for additional investigations into polarity

effects in polycide conductors and polycide/metal interfaces under electromigra-

tion-type stressing.
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Figure 25. Photomicrograph of Al-ISi metallized CRTV in which the

Al-Si interconnect has been stripped, but in which the
interconnect pattern is still visible as Si precipitates
(freckles) on interlevel dielectric surface: contacts -
L, 1, and 2 and vicinity at 200X magnification. 0

600 I I I I

5000

MODE-6 ENVELOPE -

N

400

w S ~~~MODE-2EVLP

300

W

z 200

0 10 20 30 40 50 60 70.

CURRENT (mAI

Figure 26. Mean line temperature of CRTV line segment 1-2 versus
current for units during 10-minute mode-6 testing, with
corresponding mode-2 envelope repeated from Figure 10 S
for comparison.

39

0



Thus, the results demonstrate consistently that an initial contact resistance

of greater than 1 ohm at the TaSi 2/Al-Si interface would constitute a severe weak

link in VLSI circuits designed for substantial interlevel currents. This points

up the necessity of exercising special care in the process steps which determine

the quality of the TaSi2/Al-Si contact, i.e., interlevel-dielectric etch, photo-

resist strip, dilute-HF contact-cleaning dip (or in-situ cleaning), and Al-Si

deposition.

Detection is also a problem, the 1 ohm threshold for loss of contact

integrity representing the resistance equivalent of less than one square of

polycide. Such an additional resistance would go totally undetected in both

static and dynamic WAT-key and circuit-probe testing unless special test

structures which isolate and measure individual contacts (not contact strings)

are utilized. This points up the necessity of including test structures, such

as that shown in Fig. 23, on the WAT keys at the minimum, and, preferably, both

on the WAT keys and on the individual circuits.

The reason for the high resistances in some of the contacts on Al-ISi

metallized units is believed to be related to the presence of silicon precipi-

tates (from the Al-Si alloy) at the contact interface. It has been shown

previously that such precipitates interfere with the formation of good ohmic

contacts when ,he contact interface is not entirely clean [38]. The presence

of sic1h precipitates (often called freckles) was clearly observed on the inter-

level-dielectric surfaces of these chips upon stripping the AI-ISi film.

The precipitate pattern is so dramatically visible in Fig. 25, a 200X photo

of the vicinity around contacts I and 2, that the image of the (stripped) Al-Si

interconnect pattern can still be seen. The visibility of the precipitates on

the dielectric surfaces is due to the smoothness of the latter.

In contrast, the TaSi is polycrystalline as are the silicon precipitates.
2

Consequently, it was not possible to clearly distinguish silicon precipitates in

the contact areas by either optical or SEN inspection, and thus, it was not

possible to visually distinguish between good (< I ohm) and bad (> 1 ohm) contacts.

The mainstream failures for modes 5 and 6 shown in Fig. 24 were at polycide-
7 7 2line current densities ranging from 1.6 x 10 to 1.8 x 10 A/cm , higher than the

corresponding range for mode-2 mainstream failures shown in Fig. 20, i.e., 1.4 x
7 7 210 to 1.6 x 10 A/cm . The explanation for this is shown in Fig. 26, where ..

the envelope of mean temperatures of line-segment 1-2 is plotted versus current

for six units powered in mode 6, together with the corresponding envelope for

the same line segment powered in mode 2 (the latter reproduced from Fig. 10)
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However, the line-segment voltage V 12 in this hookup includes the voltages

across both contacts. Consequently, it was necessary to substract V and V23

from V12 in the calculation of the polycide line-segment resistance. Also,

since neither mode 5 nor mode 6 was completely symmetrical (contact 4 being S

larger than contact 3, and contact 2 being larger than contact 1), polarity

effects were tested by running approximately half of the units in reverse-bias

(-) polarity.

Ten minute-increment mode-5 and -6 tests to failure were performed on 14 0

At-Si metallized units and 10 Al-metallized units. Results of these tests are

shown in Fig. 24, where the current density at failure is plotted versus the

initial contact resistance of the contact at which the eventual failure occurred.

Similar to the case shown in Fig. 20 for mode-2 failures, the results in Fig. 24 0

fall into distinct categories; units with high initial contact resistance

(> 1 ohm) which experience early failure (< 1.2 x 107 A/cm 2); and units with

low initial contact resistance, which experience "mainstream" failures with a

7 2 7 2narrow distribution between 1.6 x 10 A/cm and 1.8 x 10 A/cm 2
.
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The predominance of contact 2 as a failure site is therefore due to the combined

effect of its internal location and larger heat dissipation in the (narrower)

underlying polycide line.

c. Test Modes 5 and 6. 0

Modes 5 and 6 were very similar, the current path in the former being

from contact 3 to contact 4; in the latter, from contact 1 to contact 2 The.

important differences were the larger contact sizes and line width in mode ' ..-

(see Fig. 3). These differences were accounted for, in combining the it.t s •

oft the two modes, by dividing the failure current by the polycide line cross

.ection, i.e., by calculating and plotting the results in terms of polycide-lint

current density.

The reasons for testing in modes 5 and 6 were (1) to eliminate the compiica- 0

tion of internal contacts and (2) to test for polarity effects. As illustrated

in Fig. 23, a schematic of the mode-6 electrical hookLIp, contaCt L arld corltact

-3 act as auxiliary voltage taps for V and V respectively, from which
LI 23' petvyfowhc

measurements the contact resistances at contact 1 and contact 2, respectively, 0

are calculated.

0

AL

0

CURRENTSUPPLY.

Figure 23. Schematic diagram of CRTV mode-6 electrical connections.
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of these units, contact I had the highest resistance (30 to 1000 ohms); in the

sixth, contact 2 had the highest resistance (400 ohms). Thus, as in the room-

ambient tests, contact 1 (and vicinity) was the predominant failure site.

All subsequent test modes (modes 4 to 7) were performed at 25°C ambient S

because it resulted in more-readily identifiable failure sites.

b. Test Mode 4.

Test mode 4 was adopted as a final test of the enhanced susceptibility of

the internal contacts. The current terminals were shifted one contact to the

right (relative to mode 2), contacts 1 and 4 becoming the terminal contacts;

contacts 2 and 3, the internal contacts. By so doing, a small (positive) end

contact (contact 1) was substituted for the oversized end contact (contact L)

used in mode 2.

The failure site inventory is shown in Table VII, which gives the sample

size and the number of units failing at each contact. All six units were Al

metallized, and all had low contact resistances ( 0.3 ohm). The predominant

failure site was contact 2, all units experiencing failure at this site,

whereas only three failures occurred at (the smaller, but external) contact 1.

There was only one failure at contact 3, the other internal contact. Contacts

2 and 3 are the same size, i.e., 1.5 pm x 2.0 pm. However, the polycide line

width under contact 3 is 3.0 pm whereas that under contact 2 is only 2.5 pm.

TABLE VII

Failure-site inventory for mode-4 CRTV failures.

TOTAL FAILURE SITES

SAMWLE

'IZE CONTACT 1 CONTACT 2 CONTACT 3 CONTACT 4

6 3 6

-
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The current-density decrease is as expected; however, the decrease in both

parameters simultaneously is anomalous, implying a (highly unlikely) negdtive

activation energy for the failure process.

The proposed explanation for this result invokes the temperature distribu-

tion along line segment 1-2, a speculative illustration of which is given for -

the 25%C-ambient and 2001C-ambient conditions in Fig. 22. The mean temperature

for the 25*C-ambient curve as drawn is roughly 410'C, approximately 30'C higher

than that for the 200%C-ambient curve. However the 200'C-ambient curve is more

uniform due to the uniform heating component provided by the 200*C chuck.

Consequently, the endpoints of the 2000 C-ambient curve, i.e., contacts I and 2,

are roughly 50*C hotter than those of the 25%C-ambient curve.

The elevated-ambient failures were visually less dramatic than those at

25°C ambient. Only two units had failure sites visible at 1O00X magnification,

both of these being at contact I. In six of the failed units the polycide

line (while much increased in resistance) was still continuous, permitting

post-failure contact resistance measurements on contacts 1, 2, and 3. In five

700

600C

250C AMBIENT

j 00-
200 0C AMBIENT~

w

200I

CONTACTI CONTACT 2
DISTANCE ALONG

POLYCIDE LINE 1-2

Figure 22. Speculative temperature distributions along line segment
1-2 during mode-2 powering at 25 0 C-ambient and 200'C-ambient

temperatures. •
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Figure 21. Schematic cross-section diagram showing probable current
paths for polycide-line current crossing an internal
contact.

TABLE VI

Average current densities and temperatures at failure for

Al-metallized CRTV units in mode-2 testing at 25°C, 100°C,

and 200°C ambient temperatures.

AVERAGE

VALUES AT FAILURE

AMBIENT SAMPLE CURRENT MEAN

TEMPERATURE SIZE DENSITY LINE TEMPERATURE

(0C) (A/cM2 ) (0C)

25 13 1.5 x 107 416

100 4 1.3 x 107 401

200 3 1,0 x 107 374

"carrent density at failure and meat) temperature of line segment 1-2 at failure,

averaged over each group. It is seen that both current density and mean line

temperature at failure decrease monotonically with increasing ambient temperatur'
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TABLE V

Failure-site inventory for mode-2 CRTV failures.

SAMPLE SAMPLE TOTAL FAILURE SITES

GROUP SIZE CONTACT CONTACT CONTACT CONIACT

L 1 2 3

AL-1%SI 7 0 0 0 7
EARLY

At-1%S 1 3 1 0 1 7

INTERMED,

AL-1%SI 8 3 6 2 4 .
MAI NSTREAM

AL 13 2 13 1 4
MAINSTREAM

shows a cross section of the contact cut along the length of the poly ide line.

The Al plug (interconnect) is a very effective shunt if the contact re6. ."auce

R is insignificant, in which case I2, the current passing in and out through
C 2
the contact, is much greater than IV the current flowing in the TaSi 2 line

under the contact. However for high values of RC, I becomes insignificant,
C'2

and virtually no current passes through the contact.

Murarka et. al. 181 report that Rutherford backscattering (RBS) measarements

detected no TaSi 2/Al interaction for temperature/time products ranging up to -

5'0°C/60 minutes. However, the CRTV line failures at internal contacts strongly

suggest that such interaction is occurring during powering, and that it is

damaging the TaSi 2 film under the contact throughout its depth. If this were

not the case, i.e., if damage was being done at the contact interfa(ce .. the 6

current. component 12 would drop as RC increased, and the damage process *uLid

fi self-limiting, precluding the catastrophic failures observed at the, internal

conltact :

Seven units were subjected to mode-2 tests on a heated chuck. All of

these units were Al-metallizvd; ft,,,r were run at 100',' ambient; three at, _O0 0 C.

ambient. As in the case of the room-ambient (Al-metallized) anits, the failure ... "

distributions were narrow. The results are listed in Table VI, which gives the
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INITIAL CONTACT RESISTANCE AT CONTACT 3 (n)

Figure 20. Current density at failure (and approximate temperature 0
at failure) versus initial contact resistance at contact
3 for early, intermediate, and mainstream mode-2 failures.

The distribution of failure sites is given in Table V, in which column I .....

lists the four sample groups, as defined previously; column 2 lists the number

of units in each group; and columns 3 through 6 list the total number of

failure sites associated with each contact.

Contact 1 is by far the predominant failure site in the two mainstream

groups, particularly in the Al-metallized group where all of the chips had a

failure site at this contact. There are three probable reasons why contact 1

was the weak link in these groups: (1) its internal location in the Joule-

" . heated line rendered it hotter than the end contacts, (2) it is smaller than

contact 2, the other internal contact, and (3) when its contact resistance to

Al or Al-Si is significantly less than I ohm it serves as an active contact,

passing current into the (0.03 ohm per square) Al shorting "plug" at the left

side of the contact interface and drawing current back into the TaSi 2 at the

right side.

Conversely, the internal contacts in the early-failure group were

spared because their high contact resistance substantially reduced current flow

to the Al shorting plug. The situation is illustrated in Fig. 21, which
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Figure 18. Photomicrograph of failure site in Al-1%Si metallized,
mode-2 early failure: contact 3 and vicinity at 1000X
magnification, showing open polycide line.

iS

Figure 19. Photomicrograph of failure site in Al-1%Si metallized,
mode-2 early failure: contact 3 and vicinity at 1O00X

magnification, showing open Al-Si line. .

vI
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Figure 30. Photomicrograph of failure site in Al-metallized mode-7
failure showing melting along polycide line and at contact g

C: contact C and vicinity at 500X magnification.

which appears to be isolated, and in which gross melting has occurred. However,

the polycide line segment extending from this failure site to contact C appears

to have a narrow "streamer'" above it which has t*e appearance of Al. Also, the

Al above contact C has experienced gross melting. These observations suggest

migration of Al along the polycide line, as had been reported previously by

Lloyd et. al. [27].

e. Contact Strings.

The visual suggestions of Al migration along the polycide line in Fig. 30

are supported by some of the results of electrical measurements made during

high-current testing of the contact strings. The tests performed were 10-minute- 0

increment tests to failure; the measurements were in-situ measurements of

terminal voltage at one-minute increments, and measurements of terminal voltage

at ImA between all 10-minute powering increments.

An example of the results is shown in Fig. 31, in which terminal resistance

(as calculated irom the terminal voltage) is plotted versus current. Two sets

of points are shown; those measured in-situ at the 10-minute mark at each power-

ing current, and those measured at ImA immediately after the corresponding
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Figure 31. Series-string terminal resistance versus current: S
in-situ measurements, and measurements at lmA
after 10-minute powering increments at each current.

in-situ measurement and current reduction. The readings at ImA are well behaved .. .

right up to failure at 8OmA, rising gradually from the initial value of 870 ohms

to 900 ohms after 75mA. This ("-3 percent) increase in resistance is the result

of an overall temperature increase in the chip and mounting chuck (ambient)

which occurs during powering, and amounts to about 10°C after 10 minutes at

75mA.

In contrast, the in-situ results in Fig. 31 are highly anomalous and

(above 45mA) erratic. Instead of increasing parabolically with current, as

had the polycide line resistances in Figs. 10 and 25, the string resistance

increased very little below 45mA, and dropped precipitously above 45mA.

One possible explanation is Al migration along the polycide line segments.

The string geometry favors this, with short polycide segments alternating with

Al segments, each of the latter representing a potential migration source.

However, such an explanation does not account for the constancy of the ImA

curve in Fig. 31, unless the migrated Al somehow becomes electrically dis-

connected from the polycide line (delaminated?) when the current is lowered.
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3. Material Analyses

The material analysis techniques employed in this program were scanning

electron microscopy (SEM), electron probe microanalysis (EPM), and Auger elec-

tron spectroscopy (AES).

Other techniques considered include secondary ion mass spectroscopy

(SIMS) and transmission electron microscopy (TEN); however, technique/sample

compatibility problems precluded the use of either; SIMS requiring a much

larger sampling area than provided by any of the CRTV features, and TEM having

difficulties in sample preparation and feature targeting (during sample

thinning).

Several of the questions and possibilites implied by the high-current-

testing results were investigated, including Ta loss or buildup along damaged

polycide line segments, Ta loss or buildup at contact sites, Al migration into

TaSi and Ta migration into Al.

The question of Ta loss during polycide-line damage was addressed by taking

EPM scans along the lengths of several damaged polycide lines. Results for one

such scan are shown in Fig. 32, in which the Ta (La) x-ray signal from the

polycide line is plotted versus distance along the polycide line. Zero on the

distance scale represents the center of contact 1. The region of visible damage

in this chip (a mode-2 mainstream failure) extended out from contact 1 to a •

distance of approximately 80 pm. The Ta signal in this region is seen to vary

up and down precipitously, levelling off only when the undamaged region is

reached. Typical of all such traces, Fig. 32 indicates a net loss of Ta in

the damaged area. .•
However, the highest amplitude Ta signal in Fig. 32 is at the contact site,

underneath the Al film. This suggested that some of the missing Ta may have -* *. ".

migrated to the contacts. SEM photos of several contact areas, taken after

the Al film had been stripped away (in a hot phosphoric-acid etch), tended to S

support such a hypothesis.

Four such photos are presented in Figs. 33, 34, 35 and 36, which show

contacts 1, 2, 3, and 4, respectively, of a chip which had experienced main-

stream failure in mode 2, and in which the visible failure site (under optical- "

microscope inspection) had extended from approximately 80 pm to the left of

contact I to approximately 10 pm to the right of contact 1.
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~a-REGION OF VISIBLE DAMAGE -
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DISTANCE ALONG POLYCIDE LINE (pJm)

Figure 32. Ta (Lof) EPM x- ray counts versus distance along polycide.

line of failed CRTV unit.
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Figure 3. Ta (a)nng - rn cosvrsus distce long- polyciem

• ~failure at contact l, in which Al film had been stripped: .'
"" ~~~contact 1 and vicinity at 5000X magnification. -.-..

Figure 33, taken at 5000X magnification, shows the damaged polycide line

extending to the left, a large (overexposed) protrusion at the contact site,

4 7 -i- -- -..-
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and a residue along the site of the stripped Al line. Neither the protrusion

nor the residue was affected by doubling the Al stripping time in the phos-

phoric-acid etchant.

Figures 34 to 36 were all taken at a nominal IO,OOOX magnification; Fig. 36,

on the unpowered contact 4, serving as a standard. In Fig. 35, contact 3 and

vicinity show both protrusion and residue, while contact 2 in Fig. 34 shows only .7 .

a (relatively small) protrusion. The protrusions at contacts 2 and 3, neither

of which were visible failure sites, provide further evidence of pre-failure

degradation of contacts in mainstream units.

Both AES surface analysis and EPH counts were run on samples with similar

histories in an attempt to determine the type and amount of material(s) compris-

ing the protrusion and residue. The AES samples were stripped of Al and

elemental surface scans were made. No Ta was detected in the residue of the Al

line. However, Cl, S, and C were all detected both in the residue and in the

protrusion. Elemental scans repeated after several hundred Angstroms of sputter

etching yielded the same elements, all of which are constituent elements of the

reagents and/or plasmas used in wafer processing. However, there was still no

Ta observed in the residue. EPM experiments likewise were unable to detect any . -

signs of Ta migration along powered Al (or Al-Si) lines, either in failed units

or in heavily-powered but unfailed units.

EPM experiments were also performed to determine the relative amounts of

Ta (numbers of Ta atoms) in the powered contacts as compared with those in

unpowered contacts. The measurement was performed by targeting the 25 KeV

electron beam on the center of the contact being measured, taking a 30-second

Ta (La) count, moving the beam to an undamaged position on the adjacent

polycide line (having the same linewidth as that at the contact site), taking a

second 30-second count, and dividing the second count into the first count.

The resulting counts ratio provided an approximation of the ratio of the number

of Ta atoms under the contact to that at an undamaged line site of the same

width. By comparing the ratios obtained for powered and unpowered contacts,

information concerning Ta migration to contact sites was obtained.

The results are shown in Table VIII, in which three samples powered to

failure in mode 2 are represented, an AI-metallized mainstream failure (420*C,

at contact 1), an AI-lSi metallized mainstream failure (4500C, at contact 1),

and an AI-]%Si metallized early failure (900 C, at contact 3). Below the sample

descriptions, the bottom seven rows in Table VIII give the counts ratios
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Figure 34. Scanning-electron micrograph of the same CRTV unit shown
in Figure 33: contact 2 and vicinity at IO,OOOX magnifica-
tion.

Figure 35. Scanning-electron micrograph of the same GRTV unit shown
in Figure 33: contact 3 and vicinity at 1O,OOOX magnifica-.
tion.
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Figure 36. Scanning-electron micrograph of the same CRTV unit shown
in Figure 33, contact 4 and vicinity at 1O,OOOX magnifica-
tion.

measured for each sample for contacts I to 7. All of the ratios for unp~owered

contacts (contacts 4 to 7) are below 1, the reason being that the Ta (LcU)

signal from the contacts had to pass through 12 kkof (unstripped) Al or 0

AI-]1/Si, whereas the signal from the line had only to pass through the 4 k

interlevel dielectric. Among the powered contacts, none of those on the unit

experiencing early failure had significantly higher count ratios than the

unpowered contacts. However, in both mainstream failures the count ratio at 0

the failed contact, i.e., contact 1, was unusually high (%1.0). In addition,

the ratio at contact 3 was high in the Al-1%Si metallized mainstream unit.

These results suggest significant Ta migration to contact I in both main-

stream failures, and also to contact 3 in the Al-1%Si metallized failuie, but 0

ni' significant Ta migration in the early failure. They are entirely consistent

.IJLh the results of microscope examinations of mode-2 failure sites (Figs. 13

to 16, 18 and 19, and Table V), in which the mainstream failures involve

,-xtendod segments of the polvcide li ne, whereas early failures are highly

IQ(.i1Iized at contacts, and in which contact I predominates strongly over

LofltaCt ~3 as a mainstrea3m failure site in Al metallized units, but not in

AI-I0ASi metallized units.

5
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The highly localized nature of early failures (shown previously in Figs. 18

and 19) is illustrated further in Fig. 37, which shows a 1O,OOOX SEM photo-

graph of a mode 6 (+) early failure at contact 2. Failure is seen to occur in

the (vertically running) polycide line immediately above the Al-Si stripe where 4

TABLE VIII

Ta (La) x-ray count ratios for CRTV contacts 1 to 7 on three

units tested to failure in mode 2. 0

METALLIZATION AL AL-1%SI AL-1%SI

FAILURE SITE 1 1 3
0

TEMPERATURE AT 420 450 90
FAILURE (0C)

1 1.02 1.01 0.82.

2 0.85 0.82 0.87 . -

3 0.72 1.03 0.62

4 0.82 0.86 0.93

5 0.79 0,86 0.84"

6 0.75 0.73 0.82

7 0.69 0.91 0.78

a "blowout" appears with local delamination. However, the polycide-line damage

appears to extend less than 2 micrometers above the edge of the Al-Si stripe.

EPH was also used to investigate the possibility of Al migration along the

polycide line. A total of six units were tested, two each of mode-2 early
0

failures, mode-2 mainstream failures, and mode-7 (-) failures. The metal

interconnect was stripped in hot phosphoric acid from all four mode-2 units

before analysis to prevent the signal from any unetchable Al in the contact

areas from being overwhelmed by this interconnect signal. -
Results for the four mode-2 units are shown in Fig. 38, in which the

(30-second) Al (Ku) count is plotted on a logarithmic scale versus distance

along the polycide line, and where the distance abscissa is labelled by contact

number (or letter). The length of the powered line segment is indicated at the
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0

Figure 37. Scanning-electron micrograph of CRTV mote-2 early failure
from which Al-lSi film has not been stripped: contact 3
and vicinity at 10,OOOX magnification.

top of the figure. Counts were taken beyond the powered segment, i.e., at.

contact 4 and 40 pm to the left of contact 4, to determine a background noise

level. This noise level was found to be roughly 100 counts. Accordingly, all

counts below 100 were ignored and not plotted.

The results in Fig. 38 are clear-cut and consistent, showing Al migration

along the powered line s'gment in both mainstream failures, the absence of such .

migration in the early failures, and a large signal of unetchable Al at the

(contact-3) early-failure site. The Al appearing along the powered line in the

standard failures is not necessarily unetchable; it was protected by the

interlevel dielectric during the Al etching step.

A standard for the Al signal was generated by measuring Al (Ku) cuinis at

contact sites of several unstripped units. The average number of counts from

the 12kR Al film on such units was approximately 50,000. Thus, the two early-

failure counts in Fig. 38 (3000 and 1050) represent equivalent thicknesses of

roughly lk and 0.2kX of unetchable Al, respectively. It was not determined

whether this Al had reacted with the Ta to form a compound. However, the

existence of two such compounds has been reported 1411, and .a h dtermination"

represents a potential area for future investigation.
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Figure 38. Al (Ka) EPM x-ray counts versus distance along polycide

line for CRTV mode-2 mainstream failures and early S

failures in which the Al (or Al-Si) film had been stripped.

The two additional mode-7 failures in this Al migration experiment are the .. -.

same units shown in Figs. 29 and 30. EPM results are shown in Fig. 39 where Al

(Ka) counts are plotted versus distance along the polycide line segment between

contact 4 and contact C (contact 4 being at zero; contact C, at 250 pm). Bound-

aries of the regions of visible failure are indicated on each curve by vertical

bars, counts being taken to the left of, to the right of, and within these

boundaries. The visual observation ofan Al stringer in Fig. 30 is confirmed

by the very high count (10,000) in the upper curve of Fig. 39 at 210 pm, a

point to the right of the region of gross visual damage. The peak count inside

the damaged area is 27,000, within a factor of 2 of that obtained at the

contacts. (The Al was not stripped from these two units for fear of stripping

Al from the damaged area, over which the interlevel dielectric had clearly been

shattered.)

The unit represented by the lower curve in Fig. 39 was the one in which

the visual damage appeared to be isolated along the line with no contact in-

volvement (Fig. 29). However, this curve shows significant Al signals both

within and beyond the visible damaged regions, proving that there was, in fact,

contact involvement in the failure. Thus, all CRTV line failures, and all
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Figure 39. Al (Ka) EPH x-ray counts versus distance along polycide
line for the CRTV mode-7 failures pictured in Figures 29

and 30. S

individual failure sites observed in this program, have been shown to be

associated with a TaSi2 /Al (Al-Si) contact.
20

The principal reliability concern uncovered in this program is represented

by the early failures associated directly with, and physically isolated at,

contact sites. As shown in Figs. 20 and 24, these failures can occur within
6 2

minutes at polycide-line current densities as low as 5 x 10 A/cm (or currents -
6 2

as low as 25mA, which corresponds to a current density of less than 10 A/cm

when calculated based on the nominal interface area of the contact). The one

redeeming feature of this failure mode is that it can be prevented by proper

processing, or by detection and rejection of susceptible wafers and chips using

contact resistance measurements.

The mainstream failures represent a less-severe reliability concern

because of the higher levels of stress required for failure, the remarkably

narrow distribution of these levels, and the relatively minor degradation in

electrical parameters until just prior to failure. However, they also represent

a concern which is more basic, because the evident causes, i.e., Al diffusion

across and migration along the polycide line, and Ta migration toward contacts,

occur even in properly-processed devices. -
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The results indicate that Al migrates in from the positive contact,.moving

from the positive end of the polycide line segment toward the negative end.

Migration in this direction is opposite that expected on the basis of momentum

transfer from electrons to Al atoms. In at least one instance (Fig. 30) the S

Al migration had occurred along the TaSi 2 /interlevel-dielectric interface.

Our EPM results did not distinguish which interface the Al was migrating

along in the other units. However, Lloyd et. al. [27] had previously reported

Al migration along the TaSi 2/polysilicon interface. This would imply that Al S

had diffused through the TaSi 2 film at the contact site, an occurrence which

was implied (but not proven) by the predominance of internal-contact failures

in mode 2.

The results thus uncover many questions concerning the specific mechanisms 0

leading to mainstream failure, and of their onset thresholds, development

sequences, and activation energies. Specific recommendations for future

efforts along these lines are presented in Section V-B. The general approach

recommended would start with the establishment of an improved understanding of 0

these mechanisms through use of test-vehicle layouts which address the

special needs of polycide electromigration testing as uncovered in the present

investigation, and through more detailed and sensitive analyses of failures and

of heavily powered units. Effort would then turn to investigations of these 0

(now better understood) mechanisms at progressively lower stressing levels and

earlier stages in their development.
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V. CONCLUSIONS AND RECOMMENDATIONS

CONCLUSIONS

Conclusions are presented separately for different accelerated-testing

Legories: (1) thermal testing under static-bias or unbiased conditions

i (2) high-current testing. The first category includes both temperature-

cie and step-stress bias-life tests on the high-speed QMOS logic circuits

d thermal-shock tests on the CRTV parametric test circuits. The second

tegory constitutes the high-current tests on the CRTV circuits.

Thermal Testing.

It is concluded from the results of temperature-cycling and step-stress 0

sts on QMOS circuits, and from thermal shock tests on CRTV circuits, that

lycide line integrity, underlying gate dielectric integrity, and circuit

nction, including such important parametric measures as n-channel transistor

treshold, p-channel transistor threshold, and propagation delays, are not 0

,graded by such accelerated reliability tests.

All 50 polycide-gate QMOS units survived 1000 cycles of thermal cycling

-650C to +150 0 C) with performance levels comparable to, or better than, the 50

)lysilicon-gate control units. In step-stress bias life tests (125°C to

WOC), one polycide-gate unit out of 27 experienced parametric failure,

)mpared with three failures among the 27 control units. The single polycide-

iit failure was traced to an in-process scratch which thinned the gate oxide,

iereby increasing its leakage current after the 250 0 C increment of bias-life S

-sting.

No significant changes in polycide line resistance were observed after 30 " - -

(cles of thermal shock (-70*C to +100 0 C) on CRTV units, and shocked units in

ibsequent high-current testing had failure levels comparable to those obtained 0

i corresponding unshocked units. Shocked and unshocked test and control units

id similar failure distributions in capacitor breakdown tests.

High-Current Testing.

The principal conclusions from the high-current-test results are (1) that

ie predominant weak link in the polycide/Al (or Al-10ASi) multilevel-conductor

zructure is the TaSi 2/AI (or AI-ISi) interlevel contact, and (2) that an

iitial interlevel contact resistance, which is only moderately high (Q 1 ohm),
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-presents a significant threat to the reliability of circuits which draw

Lbstantial interlevel currents.

Mean polycide-line temperature and current density at catastrophic failure

tder 10-minute-increment powering correlated well with initial contact resis- S

ince. Early failures were consistently observed for units with initial con-

ict resistance greater than approximately 1 ohm, with temperatures at failure -

inging downward from approximately 200'C to less than 100*C, and current den- '. -

.ties ranging downward from approximately 1.0 x 107 A/cm2 to 5 x 106 A/cm2

.th increasing initial contact resistance. Units with initial contact resis-

inces less than I ohm (mainstream failures) were characterized by narrow

iilure distributions at substantially higher temperatures (360'C to 500°C)

id current densities (1.4 x 107 A/cm
2 to 1.8 x 107 A/cm2). 2

Early failures and mainstream failures displayed contrasting failure site

)nfigurations, early failures being highly localized at contacts where runaway

)ule heating had evidently occurred, while mainstream failure sites extended

-om contacts along the polycide line for distances up to several hundred S

Lcrometers. However, mainstream failures were ultimately also traced to the

)ntacts through two consistent observations: (1) the presence of Al, which

id migrated from the contact areas, along (and sometimes beyond) the failed

)rtions of the polycide line, and (2) the absence of polycide-line failure I

[tes fully isolated from contacts. A Ta buildup in contact areas was observed

i mainstream failures but not in early failures, consistent with their respec-

[ve extended and highly localized regions of polycide damage.

Polarity effects were consistent but complex, early failures occurring at

ie negatively-biased contact; mainstream failures at the positively-biased

)ntact. However, in the mainstream failures, pre-failure degradation in

intact resistance was observed at the negative contact as well as the positive

)ntact, and indications of Ta buildup at both contacts were observed after S

iit failure. The results indicate that Al along the polycide line had entered

the positive contact and migrated along the direction of current flow, i.e.,

)posite to the direction of the force experienced through momentum transfer

rom electrons. However, the negative contact was not eliminated as an Al S

Durce, and Al migration from both contacts along polycide-line temperature

radients is a possibility.

57

" 9ii .

. . . . . . . . . . . . . . . . . . . . . . . . . . . . . . ."-- -- '-- .' . ..i "i. - - IL i- " ' i i " - - "-" '['i\



" I

All TaSi /Al initial contact resistances were well below 1 ohm, conse-
2

juently all of the early failures were on Al-ISi metallized units. Stripping

-he metal from these early failures revealed dense silicon-precipitate films

(freckles) on the interlevel dielectric surface. It is concluded by inference

that such freckles in contact areas inhibited the formation of consistently

good contacts, and were therefore likely contributors to the early failures.

Pre-failure electrical degradation in mainstream failures was limited to

contact areas, line resistances remaining stable. While modest increases in

contact resistances (< 3 ohms) were observed during in-situ measurements, these

were not interpreted as failures in this investigation since their extent was

insufficient to have significant impact on circuit performance. However, the

observations of Al along unfailed sections of polycide line, and of extra Ta in

powered, but unfailed contacts suggest the presence of pre-failure mechanical

degradation, which would be an important topic for future investigations.

B. RECOMMENDATIONS

1. Design, Processing and Testing.

All of the recommendations arising from this investigation focus on the

interlevel contact, the weak link in the polycide/metal multilevel structure.

Consequently, the obvious recommendation concerning design of such circuits'

physical layouts is to provide the maximum practical interface area at all

contacts drawing substantial interlevel currents. This can be accomplished

either by using a "dogbone" contact structure or by using multiple (redundant) .

contacts.

Recommendations for maximum powering conditions are made with reference to

the limitations of the high-current experiments, as outlined in section IV-B2C,

and with the assumption that early failures are eliminated. Within this 0

context, the activation energy for mainstream failure was calculated (very

roughly) to be 1.3 eV. Combined with measured failure times of a few hours at

7 2
340'C (at 1.5 x 10 A/cm ), an Arrhenius calculation yields failure times of

roughly 10,O00h at 200'C and > 10 6h at 1251C (at 1.5 x 107 A/cm 2). These
7

latter two conditions are fictitious, a lower current density, i.e., 1.0 x 10 '..

A/cm resulting in a mean line temperature of 200'C at room ambient (see Fig.

10)."
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It is our judgment that this 1 x 107 A/cm2 value would represent a reason-

able upper limit for room-ambient operation. However, for elevated ambients it

is felt that the upper limit should he lowered (according to Fig. 10) to

maintain mean line temperature below 200°C. This would result, for example, in
6 2

an upper limit of 6 x 10 A/cm for operation in a 100 0C ambient.

Processing recommendations include thorough cleaning of contacts prior to . .

metal-interconnect film deposition, either performing the cleaning process

in situ or minimizing the time between cleaning and deposition-system pumpdown,

and proper maintenance and operation of the metal deposition system. Such

practices will minimize the probability of high-resistance contacts. However,

when the metal is an Al-Si alloy, silicon precipitation on contact interfaces is

always a possibility. This possibility, together with the relatively low values

of contact resistance at which contacts become less reliable, necessitates

thorough and specific testing at the wafer level, and preferably also at the

circuit level.

The recommended wafer- and circuit-level tests are contact resistance

measurements on structures similar to the CRTV. Contact resistance tests are

often performed on contact strings or lengths of conductor terminated at either

end by a contact. In either case contact resistance is calculated by sub-

tracting the (often calculated rather than independently measured) line resis-

tance from the terminal resistance. It is emphasized that such methods are

inadequate for this situation because the (~ 1 ohm) threshold for decreased

reliability corresponds to only - 0.4 square of the conductor material. Only

measurements whi(-h isolate and measure contacts individually (such as those

illustrated in Fig. 8 and 23) have the sensitivity required by this situation.

It is recommended that a minimum of 25 individual contact resistance

measurements be made on each wafer in the wafer-acceptance tests, and that,

whenever possible, CRTV-type structures be included on individual-circuit

patterns, to be measured during the circuit-probing operation.

2. Future Investigations.

Areas for future investigations suggested by the results of this program

include a closer examination into the mechanisms leading to mainstream failures.

The objective of such an investigation would be to better understand the root

causes of failure, to identify the material degradations which accompany (or
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precede) the first signs of electrical degradation, and to define their

thresholds.

Unanswered questions involve the possibility of Al diffusion through the

TaSi2 film, the dynamics of Al migration along the TaSi2/interlevel-dielectric -

interface and along the TaSi2 /polysilicon interface, the direction(s) of such

migrations, the dynamics and directions of Ta and Si migrations, and solid-

state reactions involving Ta, Si, and Al. Another complicating factor of

potential significance is the effect of residues from processing on such 0

mechanisms.

The suggested approach to such investigations is similar to that of the

present program, combining electrical testing with material analytical tech-

niques. Suggested refinements on the approach include greater concentration on

material analysis, closer integration of electrical testing with material

analysis, and the design and utilization of an improved test vehicle layout.

Layout improvements suggested by the CRTV results include the incorpora-

tion of voltage taps for line-resistance measurements on the polycide mask 0
level rather than the metal level to avoid the complicating effects of internal

TaSi2 /Al contacts, and the incorporation of polycide line segments with a

multiplicity of close-spaced voltage taps to permit detailed measurements of

line-temperature distribution, particularly near contacts.

Closer integration of material analysis and electrical testing could be

accomplished by in-situ analysis during powering of (wire-bonded) units.

Non-destructive test methods such as SEM and EPM would be particularly valuable

for such in-situ analyses. 0

The dominant role played by migrations to and from the TaSi2 /Al (or Al-Si)

interface in the mainstream failures suggest both the opportunity and ultimate

necessity for testing of TaSi2 /metal interlevel structures in which the metal

is a barrier/Al composite. Such composites are increasingly strong candidates 0

for metallization levels which make contact to silicon in shallow junction

devices. For circuits in which such levels also make contact to a polycide

underlayer, a barrier metal could enhance reliability if its barrier properties

are maintained during powering. However, the potential for undermining reli-

ability also exists, and would therefore have to be tested.
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